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JLab AES3 Results

• June 5, 2007: AES003 first RF test, quench 
limited 18.7 MV/m, no x-ray

• July 27, 2007: AES003 2nd test, quench limited 
17.6 MV/m, some x-ray

• Passband measurements performed in both 
tests 
– consistently showing cell #4 and #6 are quenching 
cell candidates

– Cell #1 and #9 reached 31.3 MV/m at 8/9pi mode

• August 6, 2007: AES003 3rd RF test with 8 
thermometers attached to cell #4 and #5.  Data 
show cell #6 (From field probe port) is 
quenching cell

R. Geng, AES Meeting at JLab, Aug 2007
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JLab AES3 Results
R. Geng, AES Meeting at JLab, Aug 2007
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JLab AES3 Results
R. Geng, AES Meeting at JLab, Aug 2007

Cernox Resistance Temperature Detectors
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JLab AES3 Results
R. Geng, AES Meeting at JLab, Aug 2007
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All cavity processing done @JLab

• Processing recipe

–Degrease

–Electropolishing (20 µm)

–Degrease

–First HPR+dry

–First cleanroom assembly

–Second HPR+dry

–Final cleanroom assembly

–Evacuation and leak check

–Low temperature (110 C) bake

Processing Recipe
J. Mammosser, TTC Meeting at Fermilab, April 2007
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Material Removal (microns)
R. Geng, AES Meeting at JLab, Aug 2007

Note: updates to AES2,3,4 since August 

2007 are not shownNote: all cavities get 150 um bulk EP



4.Jan.2008 C.M.Ginsburg AES003 status 7

JLab: all AES cavities together
R. Geng, AES Meeting at JLab, Aug 2007AES cavity performance in vertical test
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Fermilab AES3 Activity
• Dec 21, 2008: Arrived at Fermilab from 

JLab

• Jan 3, 2008: Sent to MP9 for vacuum 

integrity check

• Jan 11 (plan): send to IB1

• Jan 11-14 (plan): attach thermometry

• Jan 16 (plan): begin cooldown

• Jan 17-18 (plan): Cold RF test


